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Bureau of Materials and Physical Research 
Illinois Modified AASHTO T 267-86 (2008) 

Effective Date: October 15, 2012 
 

Standard Method of Test 
for 

Determination of Organic Content in Soils by Loss on Ignition 
 

Modifications apply only when testing material according to the Guide Bridge Special 
Provision for Mechanically Stabilized Earth Retaining Walls. 

 
AASHTO 
Section Illinois Modification 

4.1 Add the following after the first sentence: 
 
All coarse aggregate samples shall initially be crushed to 3/8 in. (9.5 mm) or less 
material before a representative sample is obtained in accordance with R 58. 

 


